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In December 2018, ANSECO became QIMA. 

  
AT-1500 

 

CLIENT INFORMATION:  

 

Company:   Hit Promotional Products 

Recipient:  Nathan Cotter 

Recipient Email: cotter@hitpromo.net 

  

SAMPLE INFORMATION:  

Description: Adult Poncho 

Assortment: 1 color Purchase Order Number: 314218 

SKU No.: 7740 Agent: Brand New Days 

Factory No.: 106820 Country of Origin: China 

Country of Distribution: United States Labeled Age Grade: - 

Quantity Submitted: 2 pcs + 1 lot Parts Recommended Age Grade: - 

Testing Period: 06/13/2019 – 06/24/2019 
07/04/2019 – 07/08/2019 

Tested Age Grade: - 

    

  

     

OVERALL RESULT: 
  PASS 

 

Refer to page 2 for test result summary and appropriate notes. 
 

 
 
 
 

QIMA Testing (HK) Limited 

 

QIMA Testing (HK) Limited 

 

Loska Yeung Lok Ka Ricky Cheung Chin Yeung 

Assistant Manager, Chemical Laboratory Manager, Physical Laboratory 
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In December 2018, ANSECO became QIMA. 

 

TEST RESULTS SUMMARY: 

 
At the request of the client, the following tests were conducted: 

 

CONCLUSION TEST(S) CONDUCTED 

PASS California Proposition 65, Phthalates (DBP, BBP, DEHP, DINP, DIDP, DnHP) 

PASS Client’s Requirement, Phthalate Content (DBP, BBP, DEHP, DnOP, DINP, DIDP) 

PASS 16 CFR 1611, Flammability of Vinyl Plastic Film 
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In December 2018, ANSECO became QIMA. 

 
DETAILED RESULTS: 
 
California Proposition 65, Phthalates (DBP, BBP, DEHP, DINP, DIDP, DnHP) 
 

Test Method: CPSC-CH-C1001-09.4 
Analytical Method: Gas Chromatography with Mass Spectrometry 

 

Specimen No. 1 2 --- ---  

Test Item CAS No. 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Limit 

(mg/kg) 

Dibutyl phthalate 
(DBP) 

84-74-2 ND ND --- --- 1000 

Benzyl butyl phthalate 
(BBP) 

85-68-7 ND ND --- --- 1000 

Di-(2-ethylhexyl) 
phthalate (DEHP) 

117-81-7 ND ND --- --- 1000 

Diisononyl phthalate 
(DINP) 

28553-12-0 
68515-48-0 

ND ND --- --- 1000 

Diisodecyl phthalate 
(DIDP) 

26761-40-0 
68515-49-1 

ND ND --- --- 1000 

Di-n-hexyl phthalate 
(DnHP) 

84-75-3 ND ND --- --- 1000 

 Conclusion PASS PASS --- ---  

 
Note: 
mg/kg (Milligrams per kilogram) = ppm (Parts per million) = 0.0001 % m/m (Percent by mass) 
LT = Less than 
ND = Not detected (Reporting Limit = 300 mg/kg) 
Composite results are based on specimen of least mass resulting in highest potential concentration. 
 
Remark: 
The specification is quoted from client’s requirement. 
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In December 2018, ANSECO became QIMA. 

 
DETAILED RESULTS: 
 
Client’s Requirement, Phthalate Content (DBP, BBP, DEHP, DnOP, DINP, DIDP) 
 

Test Method: CPSC-CH-C1001-09.4 
Analytical Method: Gas Chromatography with Mass Spectrometry 

 

Specimen No. 1 2 --- ---  

Test Item CAS No. 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Limit 

(mg/kg) 

Dibutyl phthalate 
(DBP) 

84-74-2 ND ND --- --- 1000 

Benzyl butyl phthalate 
(BBP) 

85-68-7 ND ND --- --- 1000 

Di-(2-ethylhexyl) 
phthalate (DEHP) 

117-81-7 ND ND --- --- 1000 

Di-n-octyl phthalate 
(DnOP) 

117-84-0 ND ND --- --- 1000 

Diisononyl phthalate 
(DINP) 

28553-12-0 
68515-48-0 

ND ND --- --- 1000 

Diisodecyl phthalate 
(DIDP) 

26761-40-0 
68515-49-1 

ND ND --- --- 1000 

Conclusion PASS PASS --- --- --- 

 
Note: 
mg/kg (Milligrams per kilogram) = ppm (Parts per million) = 0.0001 % m/m (Percent by mass) 
LT = Less than 
ND = Not detected (Reporting Limit = 300 mg/kg) 
Composite results are based on specimen of least mass resulting in highest potential concentration. 
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In December 2018, ANSECO became QIMA. 

 
DETAILED RESULTS: 
 
16 CFR 1611, Flammability of Vinyl Plastic Film 

 

Test Observation Conclusion 

Flammability of Vinyl 
Plastic Film 

Ignited but self-extinguish PASS 
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In December 2018, ANSECO became QIMA. 

                                                                                                                                                                     
SPECIMEN DESCRIPTION: 
 

Specimen No. Specimen Description Location 

1 Orange PVC  Poncho/ bag  

2 Clear PVC  Stud/ post of button 
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In December 2018, ANSECO became QIMA. 

 
SAMPLE PHOTO: 
 

 
 

-End Report- 

 
 


