
 

 

 
Test Report Number： SHAH01215670 
 

Prepared And Checked By： 
For Intertek Testing Services Ltd., Shanghai 

 Authorized By： 
For Intertek Testing Services Ltd., Shanghai 

 

 

 

King Wang 
Assistant Manager  Joanne Li 

General Manager 

 
 
  

Page 1 of 2 
 

 
Intertek Testing Services Ltd., Shanghai 
上海天祥质量技术服务有限公司 

 
 
Block B, Jinling Business Square, No.801 YiShan     
Road, Shanghai, China. 200233    
上海市宜山路 801号金陵商务广场 B座 200233  

 
 
Tel: +86 21 6120 6060    
Fax: +86 21 6127 9708 
www.intertek.com                   
www.intertek.com.cn              

 
 

 
Applicant： Mid Ocean Brands B.V. Date： May 13, 2020 
 7/F., Kings Tower, 111 King Lam Street, 

Cheung Sha Wan, Kowloon, Hong Kong 
 

   
  

 

Sample Description： 
One group of submitted sample said to be ： 
Item Name ： Lip balm（MO9407） 

******************************************************************************************************************************************************* 
Tests Conducted： 

As requested by the applicant, for details refer to attached page(s). 
******************************************************************************************************************************************************* 

Conclusion： 
Tested sample  Standard  Result 
Tested component of 
submitted sample/ set 

 European Directive 94/62/EC and Amendments 2004/12/EC & 2005/20/EC & 
2013/2/EU on packaging and packaging waste for Toxic Elements Test 

 Pass 

******************************************************************************************************************************************************* 
To be continued 
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Toxic Elements Analysis 
 
As per European Directive 94/62/EC and Amendments  2004/12/EC & 2005/20/EC & 2013/2/EU on packaging and packaging 
waste, acid digestion method was used and total toxic elements and Hexavalent Chromium content were determined by Inductively 
Coupled Argon Plasma Spectrometry and by UV-Visible Spectrophotometry. 
 
 Result  (ppm) Limit (ppm)
Lead (Pb)   ＜5   -- 
Cadmium (Cd)   ＜1   -- 
Mercury (Hg)   ＜5   -- 
Chromium VI (Cr (VI))   ＜1   -- 
Total   (0~12)   100 
   
Remark：ppm = Parts per million = mg/kg 

 
Date Sample Received：May 08, 2020 
Testing Period：May 08, 2020 To May 11, 2020 

 
******************************************************************************************************************************************************* 

End of report  
 
 
 
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
This report shall not be reproduced except in full, without written approval of the laboratory. 
This statement of conformity is only based on the actual measured test result by the laboratory, without taking the influence of uncertainty into accord. 
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