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Test Requested: Conclusion 

1. As specified by client, to determine the Lead compounds content in the submitted sample(s) 

with reference to entry 63, Annex XVII of the REACH Regulation (EC) No 1907/2006. 
Pass 

2. For compliance with the European Standard on Safety of Toys:  

-EN71-9:2005+A1:2007 –Formaldehyde Pass 
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Test Results: 

Test Result(s) of Pb: 
                                                                                  Unit: mg/kg 

Test Item(s) 
Test Method/ 
Equipment 

MDL 
Result(s) 

Limit 
1-1 

Lead (Pb) 
Refer to 

EPA 3052:1996& 
 EPA 6010C:2007 

ICP-OES 

5 N.D. 500 

Conclusion / Pass / 

 
Note: 1. MDL＝Method Detection Limit 
 2. N.D.=Not Detected(less than method detection limit) 
 
 
 
 
2. Test Result(s) of Formaldehyde(EN71-9:2005+A1:2007) 

Unit: mg/kg 

 
 
Note: 1. MDL=Method Detection Limit 

 2. N.D.=Not Detected(less than method detection limit) 

 
 
  

Test Item(s) 
Test Method/ 
Equipment 

MDL 
Result(s) 

Limit 
1 

Formaldehyde  
Refer to 

EN717-3:1996 
UV-Vis 

1 4 80 

Conclusion / / Pass  / 
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Sample Description 

1-1 Wood 

 

 

Test Flow Chart 

For Pb 

 

 

 
 
 

 

The photo of the sample 

 
 

AGC authenticate the photo on original report only 
*** End of Report*** 
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Sample Preparation 
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