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SHENZHEN HIGH ENERGY SUNBEAM BATTERY  CO.,LTD. . 
 
SHENZHEN BAOAN DISTRICT SONGGANG STREET YANCHUAN HUIMING SURPLUS INDUSTRIAL 
PARK BUILDING1   
. 

 
. 
 

The following sample(s) was/were submitted and identified on behalf of the clients as :  HIGH ENERGY 

SUNBEAM BATTERY. 
 
SGS Job No. : CP19-076504 - SZ . 
 
Model No. :. CR2032. 
 
Client Ref. Information : . CR927,CR1025,CR1130,CR1216,CR1220,CR1225,CR1616,CR1620,CR1632,C  

R1654,CR2016,CR2025,CR2032,CR2050,CR2330,CR2335,CR2354,CR2412,C  
R2430,CR2450,CR2477,CR2477T,CR3032,CR3048,CF103035 . 

 
Date of Sample Received : . 01 Jan 2019 
 
Testing Period : . 01 Jan 2019 – 09 Jan 2019 
 
Test Requested : . Selected test(s) as requested by client. . 
 
Test Method : . Please refer to next page(s). . 
 
Test Results : . Please refer to next page(s). . 

 

Conclusion：                             The submitted battery sample does not exceed the limit mentioned in Directive 

2006/66/EC and its Article 4 amendment of Directive 2013/56/EU.. 
The submitted battery sample complies with the Mercury content requirements of 
the US Mercury - Containing Battery Management Act Public Law No.104-142 
(1996).                     

 
 
 
Signed for and on behalf of  
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.. 
 
 
 
 
 
 
Alkene Liang.  
Approved Signatory . 
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Test Results : . 

 

Test Part Description : . 

 

Specimen No.. SGS Sample ID. Description. 
 

SN1. SHA19-287986.002 Button cell. 

 

Remarks :. 
 

(1) 1 mg/kg = 0.0001% . 
 

(2) MDL = Method Detection Limit . 
 

(3) ND = Not Detected ( < MDL ) . 
 

(4) "-" = Not Regulated . 

 

Mercury, Cadmium and Lead Content in Batteries. 

 

Test Method : . With reference to GB/T 20155-2006, analysis was performed by AAS and Hg 

Analyzer.  . 

 

Test Item(s) .                                       Limit            Unit. MDL. 001. 

Lead (Pb). 0.0020      %(W/W) 0.0010 ND 

Cadmium (Cd) . -  %(W/W) 0.0010 ND 

Mercury (Hg) . 0.0005       %(W/W) 0.0001 ND 

 

Notes :.  
(1) Results shown are of total weight of the battery sample. . 
(2)According to the Article 21(3) of Directive 2006/66/EC,all types of battery shall include 

the chemical symbol Lead when  containing more than 0.004%of Pb; button cell or batteries 
composed of button cells shall include the chemical symbol Mercury when containing more 
than 0.0005% but less than2% of Hg; other batteries or accumulators (except button cell 
and portable battery)shall include the chemical symbol Cadmium when containing more 
than 0.002% of Cd. 

 
US Mercury – Containing Battery Management Act Public Law 104-142-(1996)-Mercury (Hg) 

 
 

Test item(S)               
                                                                                   Limit        Unit        MDL       001 

 
*           mg/cell      0.1         ND 
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(1)Limit shown is with reference to the US Mercury-Containing Battery Management Act 
Public Lawn Act Public Lawn NO.104-142(1996). 

 

Battery type MDL Limit* 

Alkaline-Manganese button cell 0.01mg/cell 25mg/cell 

Zinc-Carbon battery 0.01mg/kg ND 

Alkaline-Manganese button battery 0.01mg/kg ND 

Other battery 0.01mg/kg - 
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Sample photo:  
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CANEC1928798602 

CAN19287986.002 

 
SGS authenticate the photo on original report only 

                         *** End or Report*** 
 


